
Refractive Indices Partial Dispersions Realative Partial Dispersions

ni Pe (i,h)

nh Pe (h,g)

ng Pe (g,F')

nF' Deviation of Realative Partial Dispersions Pe (F',e)

n488,0 delta Pe (i,F') Pe (e,d)

ne delta Pe (g,F') Pe (d,C')

nd delta Pe (F',e) Pe (e,C')

n632,8 delta Pe (F',r) Pe (C,r)

nC' Pe (r,s)

n694,3 Chemical Properties Pe (s,t)

nr Water Resistence WRs A

ns Acide Resistence AR* 2 Internal Transmittance
nt

n1060,0 T 365

T 400

Termal Properties Mechanical Properties T 440

SG T 550

HG T 640

Knoop Hardness KH Ta

Temperature Coefficient of Refractive Index Other Properties

Range of Temperature, C: - 60 4 20,  C'-Line NTabs 6 Bubble B 4

Range of Temperature, C:  20 4 120,  C'-Line NTabs 24 Farbcode FC 36\33
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Transformation 

Temperature, C
Tg

Density, g\c.cm.
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365,00 nF-nC 0,012540

404,66 nF'-nC' 0,012686
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ne 1,58569 Ve 46,17 nF'-nC' 0,012686

Vd 46,47
Dispersion
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